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• Niobium triselenide (NbSe3): a model system for investigating charge-density-waves (CDWs).
• Niobium diselenide (NbSe2): a conventional superconductor with rich vortex physics.
• Exploring phenomena and physics in pristine crystals at the mesoscopic scale.
• Developing new approaches to synthesize one dimensional (1D) crystals.

Major Accomplishments

0

20

40

60

80

100

10 20 30 40 50 60 70

E
T
 ( 

V
/c

m
 )

T ( K )

6.5
7.0
7.5
8.0
8.5
9.0
9.5

0 50 100 150 200

R
 (Ω

)

V (mV)

60 K
55 K

50 K
45 K
40 K

30 K

20 K

15 K

10 K

6

8

10

12

14

0 50 100 150 200 250

0 T

2 T

4 T

R
 ( 

Ω
 )

T(K)

2

4

6

8

10

12

14

16

4.8 5.6 6.4 7.2 8.0

R
(Ω

)

T(K)

4 3 2 1 0.5 0T

NbSe
2
 wire

0.1 µA
H=

4

6

8

10

12

14

16

R
 (Ω

)

I (mA)

6.0K
6.5K

6.7K

6.8K

6.9K

7.0K

7.5K

0 0.2 0.4 0.6 0.8 1.0

Larger CDW depinning field ET

Smaller residual resistance ratio
Smaller resistance bumps

Higher SC critical fields 

Resistance steps 
at high currents

0
1
2
3
4
5
6
7
8

6.2 6.4 6.6 6.8 7.0 7.2
H

 (T
)

T(K)

Mesowire

Bulk crystal

Wires of 20 ~ 700 nm in diameter

Ribbons of 10 ~ 500 nm thick

NbSe3 nanowires and nanoribbons synthesized through direct reaction of Nb and Se powders
NbSe2 nanowires and nanoribbons converted from NbSe3 precursors.
Size effects observed in both CDW and superconducting (SC) systems.

Future Directions
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Motivation

CDW phase transitions at various geometries and sizes
CDW pinning mechanisms at the nanoscale 

Phase diagrams of normal~superconducting transitions of 
nanowires with various cross-section sizes
Thermal and quantum phase slips 
Mechanisms for current-induced breakdown of superconductivity
Dynamics of a few vortex rows in nanoribbons

“few vortex rows”
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